Stages of HSAW pipe production
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Decoiling Leveling Skelp end Skelp and edge Edge trimming Forming and
welding Ultrasonic testing and bevelling tack welding
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Sampling and Stand for skelp Inspection of Inside Internal and external Tack weld
destructive and repair welding submerged-arc cleaning submerged-arc welding inspection

testing welding

Weld seam Bevelling of Hydrostatic Ultrasonic testing
removal at pipe ends testing of spiral weld
pipe ends
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Production steps may vary slightly between production lines
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